
TABLE 1

Sample_ID Easting Northing Au_ppm Ag_ppm Co_% Cu_% Comment

E654 536233 5170016 37.715 11.3 0.008 0.81 mostly from E6 trench

E1A 536252 5169907 69.464 5.8 0.038 0.13 southern E1 trench

E1 536221 5169938 39.086 8 0.01 0.72 northern E1 trench

E 536262 5169885 18.24 4.4 0.012 0.43 southern E trench

F 536283 5169830 56.16 4.6 0.013 0.31 south-east F trench

O 536158 5169914 60.412 5.2 0.011 0.19 Ore Dump

M na na 25.372 4 0.006 0.18 composite from various trenches

M1 536234 5169847 11.452 2.7 0.008 0.19 northern F trench


